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*It’s recommended to use BSM-S30 sintering furnace.Input “-121”to enter into the natural cooling
process.

*It’s recommended to use BSM-S30 sintering furnace.Input “-121” to enter into the natural cooling
process. 
*For the full-arch restorations/ thick-crown restorations etc., it’s suggested to extend the holding 
time to 120min.
*Long span bridges should be sintered with sintering frame

*It’s recommended to use BSM-S30 sintering furnace.Input “-121” to enter into the natural cooling 
process. 

*It’s recommended to use BSM-FC30 sintering furnace.Input“-20”to enter into natural cooling 
process.
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